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Sauget Area 1: Metals

Sample

F101

F102

F103

F104

F105

F106

F107

F108

F109

Ontario
(LED

Parameter (mg/kg)

Arsenic

232

187

213

276

166

160

144

199

160

6 .0

Barium

145

1£2

179

228

116

133

137

138

163

NA

Cadmium

ND

4 .56

8.29

16.3

ND

ND

ND

ND

ND

0.6

Chromium

44 .2

29.0

43 .8

27.2

12. S

12.1

10.4

14.9

13 .9

26 .0

Lead

41.2

199

111

124

56.2

28.3

28.2

45.7

50.2

31.0

Mercury

ND

0 .24

0.30

0.55

ND

ND

ND

0 .12

0.11

0.2

Selenium

ND

ND

ND

ND

ND

ND

ND

ND

ND

NA

Silver

ND

ND

ND

ND

ND

ND

ND

ND

ND

NA

JUlX



Sauget Area 1: PCBs

Sanple

F101

F102

F103

F104

F105

Fioe
F107

F108

Ontario
(LED

Par«a»t»r (mg/kg)

PCS -13 54

ND

2.1

0.50

0.52

ND

ND

ND

ND

0.06

FCB-1248

ND

ND

ND

ND

ND

ND

ND

ND

0 .03

PCB-1260

ND

ND

ND

ND

ND

ND

KD

ND

0 .005

Key: ND - Non Detect
Note: Arochlors 1016, 1221, 123:, 1242 were also tested for, but were not detected in any sample.



Sauget Area 1: PAHs

Parameter (mg/kg)

Benzo(b)fluoranthene

Benzo(ghi)perylene

Fluoranthene

Indeno(l,2,3-cd)pyrene

F105

0.63

0.52

0.62

0.50

Ontario (LEL)

NA

0.170

0.750

0.200

Key: NA - Not Available
Note: Other PAHs and other samples were tested, however, all of those results were below the
detection limit.


